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Clay Filter Material:

This material is utilized in Merox kerosene processing units (licensed by
UQOP) to produce both regular and special grades of Jet Fuel. It plays a
critical role in removing impurities that may adversely affect the fuel’s
specifications.

The material must exhibit low volatile matter content, ensuring stability
and a prolonged operating life. The preferred granule size ranges from
Mesh 30-60, although a larger granule size, such as Mesh 16-30, is also
acceptable.



